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|APPENDIX B
Laboratory Test Results
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500 100 10 1 0.1 0.01 0.001
GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT ’ % CLAY
0.0 4.4 89.3 6.3
SIEVE PERCENT SPEC." PASS? Soil Description
SIZE FINER PERCENT | (X=NO) Poorly graded sand with silt
21n. 100.0
1.51n. 100.0
1in. 100.0
%;481 in. lgg.g Atterberg Limits
n, : - - =
44 956 PL= NP £ Pi= NP
ﬁ%g -9;1,-2 Coefficients
440 393 Dgs= 1.09 Dgo= 0.599 D5p= 0.507
%60 134 D3p= 0.362 D15= 0.262 D7g= 0.163
#140 6.6 Cu= 3.68 Ce= 1.34
L b Classification
USCS= SP-SM AASHTO=
Remarks
Wy, =3.4%
" (no specification provided)
Sample No.: S5-I Source of Sample: B-2 Date: 6/27/06
Location: Elev./Depth: 0-2'
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| Client: Costco Wholesale Corporation
WH ITESTON E Project: Proposed Costco Wholesale Facility

0Old Country Road (CR 58), Riverhead, NY

IASSOCIATES, INC. Project No:  WJ06-8805 Plate




Particle Size Distribution Report
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500 100 10 1 0.1 0.01 0.001
GRAIN SIZE - mm
% COBBLES % GRAVEL % SAND % SILT I % CLAY
0.0 3.5 94.1 2.4
SIEVE PERCENT SPEC.” PASS? Soil Description
SIZE FINER PERCENT (XENO) Poor]y graded Sﬁﬂd
3in. 100.0
2 in. 100.0
1.5 in. %888
| in. : Atterberg Limits
3/4 1n. 100.0 = = = J
#4 96.5 PL= NP EE Pi= NP
258 g%? Coefficients
440 49.9 Dgs= 0.909 Dgo= 0.506 D5p= 0.426
#60 19.7 D3p= 0.306 Dq5= 0.222 D1g= 0.187
#140 33 Cy= 2.70 Cc= 0.99
#200 2.4 vEE
Classification
USCS= Sp AASHTO=
Remarks
W, = 2.58%
) (no specification provided)
Sample No.: 5-2 Source of Sample: B-3 Date: 6/27/06
Elev./Depth: 2-4'

WH ITESTON E Client: Costco Wholesale Corporation
Project: Proposed Costco Wholesale Facility
Old Country Road (CR 58), Riverhead, NY
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